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INTRODUCTION 

A semiconductor thermoelectric device comprises two different semiconductors that are 
electrically joined at both ends. When the junctions are maintained at two different temperatures, 
an electromotive force proportional to the temperature difference is established (ref 1). 
Alternately, when two semiconductors are joined and maintained at a constant temperature while 
a current passes through the junction, heat (in addition to the joule heat) is generated or absorbed 
at the junction. These devices have found applications in refrigeration and power generation for 
space satellites (refs 2, 3). While thermoelectrics has been studied for more than 175 years, 
most of the work conducted during the past 30 years has focused on optimizing the properties of 
compounds such as those based on Bi2Te3 and Bi-Sb, Si-Ge and PbTe (ref 2). Recently, there has 
been an increased interest in using thermoelectrics for refrigeration applications for which the 
presently used vapor-compression method is unsuitable—such as cooling microelectronics or 
laser diodes (ref 3). Conventional refrigerators evaporate and condense a fluid (e.g., 
chlorofluorocarbon) that absorbs heat when the fluid boils and releases heat to the outside when 
the fluid cools. Thermoelectrics perform the same function—with electrons as the only moving 
parts and no environmentally unfriendly gases. Thermoelectric generators can also improve fuel 
efficiency by using the heat lost from an automobile engine, presently about two-thirds of an 
engine's power, to run an electric power generator (ref 3). 

One new material with promising thermoelectric properties is the skutterudite system, 
which is found in Skutterud, Norway. Skutterudite consists of C0AS3, which is cubic. Other 
metals in this family include Ir, Co, or Rh combined with P, As, or Sb. They have a clathrate 
structure (ref 4) that contains "cages" of atoms into which impurity atoms or dopants can be 
inserted. A desirable thermoelectric conducts electrons as well as metal and conducts heat as 
poorly as glass (ref 5). A number of new materials with a clathrate structure have been 
fabricated at the Novel Materials Laboratory at Rerisselaer (ref 6), and this progress report 
summarizes the results of X-ray diffraction analyses of some of these materials, specifically 
IrSb3, RhSb3, RhSb3 with Bi and/or Sn, PtSb2Sn and Sr-Sn clathrates. 

One of the authors prepared the powders by reaction of the required stoichiometric 
elemental powders at temperatures 300°C under argon; details of the procedures have been 
reported previously (refs 6-8). After reaction, the powders were ground using a mortar and pestle, 
and milled with tungsten carbide balls to prepare powder samples for X-ray diffraction. 

EXPERIMENTAL PROCEDURE 

X-ray Diffraction Equipment 

The X-ray diffraction measurements were performed on a SCINTAG XDS 3000 
diffractometer in the Bragg-Brentano geometry. The diffractometer used a long, fine-focus Cu 
tube operated at 1800 watts (45kV - 40mA), which yields a wavelength of Cu-Kai of 1.5406A. 
The XDS 3000 was equipped with a Peltier-cooled Si-Li-drifted detector and 2- and 4-mm soller 
slits in the incident and diffracted beams. A monochromator was not used. Receiving slits of 0.2 
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and 0.5 mm were used for the first scans; receiving slits of 0.1 and 0.3 mm were used for later 
scans. No filters were used. The incident beam slits were not theta-compensating. The takeoff 
angle was 6 degrees. 

Types of Scans 

Scans were made with two goals in mind—to determine phase analysis and lattice 
parameter—which usually required two different scans. For phase analysis, a relatively fast scan 
was made from 10-100° (26) using a step size of 0.02-0.05°and a hold time (preset time) of l-2s. 
For lattice parameter measurement, all scans were done in a step-scan mode, from 10-130° (20) 
using a step size of 0.02° and a hold time (preset time) of 5s. Initially, the scans were conducted 
overnight; to avoid running overnight, later scans were made in two segments, from 10 to 60 or 
65° and from 60 or 65 °to 130°. 

The X-ray tube was warmed up with the one-day, two-day or one-week program before 
each run, as appropriate. 

The sample preparation and measurement procedures have undergone some development 
and exploration, which are still in progress. Initial samples were not ground as finely as recent 
samples, which have been ball-milled to a particle size of <10 urn. The initial scans, which were 
in a continuous mode and/or with relatively large (>0.02°) step sizes, were quickly found to yield 
insufficient accuracy; therefore, smaller step sizes and longer count times were used for the step 
scan. Initial lattice parameter measurements were made on a glass slide with a National Institute 
of Science and Technology (NIST) (formerly NBS, the National Bureau of Standards) internal 
standard of Si, SRM640b. This standard permits correcting the angular position for inherent 
instrument bias and sample height, but is not a standard for intensity. The difference between the 
measured and certified angular positions for each Si peak was fitted to a polynomial that was 
then used to correct the peak positions for the sample. The lattice parameter was found by least- 
squares fitting the calculated lattice parameter for each peak against the Nelson-Riley function 
[(cos20/sin9) + (cos29/0)] and extrapolating the best-fit line back to 20 = 90°, where the errors 
are minimized. Although this procedure has been used for many years to measure lattice 
parameters and is sufficient for lattice parameter measurements to -0.01 A or better, its accuracy 
and precision were insufficient for the estimated measurement of 0.0001 A. 

For these lattice parameter determinations, the diffractometer was aligned before 
measurements were taken, and the calibration was checked with NIST standard material 
SRM1976—a sintered corundum ((X-AI2O3) plate, 3-cm square—before each set of consecutive 
runs. This standard covers the angular range of the samples of interest. For each calibration run, 
A(20) versus (20) was plotted to examine the error in 20, where A(20) = 20SRM - 20Obs- 
Another plot was made of the intensity ratio [Iobs/IsRM] versus 20. Figure 1 shows an example of 
calibration plots. The target error in 20 was 10.01 °l, with as high as I0.02°l acceptable; the target 
for the intensity ratio was 10.6121, with as much as 10.6501 acceptable. 



Sample Preparation 

Phase analysis samples were loaded by sprinkling the powder on double-stick tape 
mounted on a glass slide (or subsequently, a quartz plate). No internal standard was used for the 
phase analysis runs. To minimize the preferred orientation effects, some tests were conducted to 
side-load the samples for structure determination using a small holder of cut glass slides; 
however, an insufficient amount of the sample adhered to the tape. Consequently, samples were 
back-loaded or sprinkled onto a low-background holder with a piece of double-stick tape. The 
low-background holder consists of a quartz crystal slice cut such that no significant diffraction 
peaks are present. This holder lowers background noise considerably. Future tests may be run 
with a holder that contains a sample "well," or indentation, to increase the volume of diffracted 
material and thus increase the measured peak intensity. The method has not been used before 
because it requires a greater amount of sample and probably a binder, which can add spurious 
lines to the diffractogram. 

For the lattice parameter runs, two scans were made for each composition: one with an 
internal standard to correct lattice position and intensity; these data were used to calculate lattice 
parameter. The other, without the internal standard, will be used for Rietveld structure 
refinement. The internal standard currently used is SRM676, which is a fine, plasma-sprayed, a- 
AI2O3 powder. The particles do not exhibit the preferred orientation, and SRM676 is the only 
available certified intensity standard. This material has peaks that cover the angular range of the 
samples of interest, although NIST has not certified the intensities for the entire range. Unlike 
the Si SRM640b standard, the OC-AI2O3 SRM676 standard covers the lower angles of the 
compounds of interest. While the SRM676 peak positions are not certified, they can be 
accurately calculated from the certified values of the lattice parameters. The standard and sample 
are well-mixed in acetone with a porcelain mortar and pestle to attain 28 without the standard. 

Data Analysis 

For phase analysis, the background was subtracted and Ko2 was removed from the raw 
data using the SCINTAG software package Background Subtraction. A user-defined Periodic 
Table that contained only those elements used to prepare the sample helped to narrow the search 
field of possible phases found by the Search/Match program. The stick patterns of the matches 
and the sample were compared to determine the phases present. In some cases, the tabulated 
peak positions were used also. 

The peak position for the lattice parameter measurement is determined from a fit of the 
raw data using the SCJNTAG-DMS software program Profile-fit and a split-Pearson function 
with a fixed ratio [Kai/Ko^]. The A(20) versus 20 for the internal standard is plotted and fit to a 
polynomial, which is then used to correct the peak positions of the sample. A similar procedure 
is used with the intensity ratio to correct sample intensities. Since the certified data for internal 
standard SRM676 were derived in the theta-compensating geometry, the SRM intensity values 
must first be multiplied by the factor (l/sin8) for comparison with this work. 



Measuring line intensities is more difficult than measuring d-spacings/lattice parameter, 
and a consensus has not been reached regarding the procedures. The most significant open areas 
of discussion include: the role of Rietveld analysis (whether it should be used as an adjunct to the 
X-ray data analysis or whether it is as important as the diffraction measurements (ref 9); the 
actual intensity values of the corundum standards (which seem to depend on the details of the slit 
arrangement of each piece of equipment) (ref 10); and the number of measurements required to 
precisely measure intensity, including how to minimize preferred orientation (refs 9-11). 

RESULTS AND DISCUSSION 

IrSbj 

The nominal IrSb3 powder was single-phase IrSb3, and the lines matched powder 
diffraction file (PDF) card No. 17-888. The lattice parameter was calculated with a Nelson-Riley 
analysis and used an Si standard. The lattice parameter was 9.2501A, which agrees (within 
experimental error) with the card value of 9.2495 A and the value of 9.2503Ä obtained by Slack 
and Tsoukala (ref 12). Figure 2 depicts a plot of the data. 

To determine whether Ar could be included in the structure, IrSb3 powders were treated 
twice with a hot-isostatic-press (HIP) using Ar gas, and with an HIP of the IrSb3 powder using 
Ar and BN powder. After the HIP, both samples contained the IrSb3, and the sample with BN 
exhibited the presence of BN, as expected. The lattice parameter of the three samples agreed 
within the range of experimental error; therefore, as Ar did not increase the lattice parameter 
significantly, little if any Ar entered the samples. This interpretation is supported by previously 
reported mass spectroscopy results (refs 6, 7). While these analyses found no Ar in the IrSb3 - 
BN mixtures, Ar was present in a sample without BN that was heated with Ar under a pressure of 
27 kpsi at 1000°C for 100h, implying that some of the Ar was trapped within the voids of the 
clathrate during sintering (refs 6-8). 

RhSfo 

The RhSb3 powder comprised primarily the compound RhSb3, which agreed with 
microprobe results (refs 6-8). The diffraction pattern agreed with PDF card no. 19-1041 for 
RhSb3—with the exception of the six lines shown in Table 1. These lines could not be attributed 
to Rh, Sb, or any Rh-Sb compound in the PDF. The lattice parameter, which was measured 
similarly for IrSb3, had a value of 9.22980.0013Ä, which agrees with the PDF card value of 
9.229Ä. The best literature value, 9.23220.0006Ä, from Kjekshus and Rakke (ref 13) is slightly 
larger. Figure 3 is a plot of the data. 



Table 1. Unidentified Diffraction Peaks in Nominal RhSb3 Powder 

d(Ä) Ire.(%) 
5.33 22.00 
4.59 25.00 
2.31 5.00 
1.78 5.00 
1.25 10.00 
1.06 4.00 

RhSfo with Bi and/or Sn 

Three rhodium triantimonide compositions with Bi and one without were analyzed for 
phase composition. The nominal compositions of the powders are shown in Table 2. Bi was 
added in an attempt to incorporate Bi atoms into the voids in the crystal structure, and Sn was 
added in some cases to provide charge balance for the suspected Bi3+ ions (ref 7) (see Figure 4). 

Table 2. Nominal Compositions of RhSb3 with Bi and/or Sn 

Nominal Composition 
Maximum Fraction 
of Voids Filled (%) 

Charge 
Compensation 

Rh40Sbi2oBi 10 No 
Rh8Sb2i Sn3Bi 50 Yes 
RluSbg Sn3Bi 100 Yes 
Rh4Sbi2Sn2 0 NA 

Nominal composition Rb.4oSbi2oBi displayed a diffraction pattern that closely matched 
PDF card no. 19-1041 for RhSb3, and this was interpreted as evidence of the presence of a 
skutterudite. Microprobe analysis confirmed the presence of RhSb3 with no Bi in the 
skutterudite phase and also found a secondary phase with the approximate composition of 
Sb0.9Bio.i (refs 6-8). 

Nominal composition Rh8Sb2iSn3Bi also showed a diffraction pattern that closely 
matched PDF card no. 19-1041 for RhSb3, which again was interpreted to indicate the presence 
of a skutterudite.   Only two low-intensity peaks were unaccounted for by the skutterudite: 
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3.090A, with Irei =11% and 3.171A, with Irei = 5%. An analysis using a microprobe confirmed 
the presence of a phase with the composition'Ph4Sbi2 Sni that was similar to that of PDF card 
no. 19-1041 for RhSb3, and this was presumed to be a skutterudite phase. Small spots of a Bi 
second phase and a phase with composition RhSb2 Sno.i were also found (refs 6-8). 



Nominal composition Rri4Sb9Sn3Bi also exhibited a diffraction pattern that closely 
matched PDF card no. 19-1041 for RhSb3, indicating the presence of a skutterudite structure. In 
addition, the nominal composition contained a small amount of SbBi (PDF card no. 35-0517). 
Five additional lines were present, most of which were consistent with small amounts of 
elemental Sb (PDF card no. 35-0712) and SbSn (PDF card no. 01-0830). 

When the as-prepared powder of nominal composition RruSb^S^ was analyzed for 
phase composition, all of the peaks except one (-1.766Ä and Irei -4%) could be attributed to 
skutterudite PDF card no. 19-1041 for RhSb3. Two peaks that did not match the card at -3.044Ä 
and Irei -16% and -2.782Ä and Irei -3% could be attributed to two lines that were not allowed by 
the space group for the reflections [300] and [311]. A very small amount of elemental Sn (PDF 
card no. 04-0673 or 05-0390) may be present; however, Sn cannot be positively identified due to 
a possible overlap with the lines of the RhSb3 phase. 

The conclusion, based on these X-ray results combined with the electron-beam 
microprobe results, is that no Bi enters the voids in the skutterudite structure of RhSb3. These 
results are similar to the Bi-IrSb3 (ref 14) and Bi-CoSb3 (ref 15) phase studies, which showed that 
no Bi was incorporated. Thus, the fraction of the voids actually filled in Table 2 is zero, not 10, 
50 or 100 percent. 

PtSbjjSn 

Four samples of nominal composition PtSbaSn were analyzed for phase composition— 
the as-prepared powder and the powder after hot-pressing at three conditions (500°C for 2h, 
600°C for lh, and 1050°C for 0.5h). Figure 5 displays the data. 

The as-prepared powder exhibited a pattern that was very close to PDF card no. 19-1041 
for RhSb3 and this is interpreted as indicating a skutterudite phase. The diffractogram also 
contained approximately 21 "extra" peaks, which did not index to the skutterudite phase; 
approximately half could be indexed by relaxing the diffraction restriction (h+k+l=2n). The 
remaining peaks did not match the known powder diffraction file of elemental compounds, 
binaries, or ternaries of Pt-Sb-Sn; they may represent a new phase. The unindexed peaks are 
listed in Table 3. The lattice parameter, as determined with a Nelson-Riley analysis and an Si 
standard, was 9.2250.087Ä. 



Table 3. Unidentified Diffraction Lines of Nominal PtSb2Sn 
As-Prepared at 700°C for 75h (2x) (refs 6-8) 

d(Ä) Irel (%) 
3.81 8.00 
3.30 17.00 
3.18 33.00 
2.86 30.00 
2.199 9.00 
2.174 7.00 
2.088 76.00 
1.990 9.00 
1.913 22.00 
1.906 40.00 
1.830 30.00 
1.476 7.00 

The diffraction results for the powder that was hot-pressed at 500°C for 2h showed a 
skutterudite (presumably equivalent to PtSbs), and microprobe results also detected a phase close 
to this composition, i.e., PtSbi.gSnu (ref 8). Also present in the diffraction pattern were lines for 
a phase similar to PtSb^Sn (PDF card no. 22-0784). A match was also found with cubic phase 
PtSn2 (PDF card no. 07-0371), but since microprobe analysis found small regions of composition 
PtSbi.gSno.i and the nominal powder composition was closer to PtSb2, a similar structure may 
have resulted from the substitution of Sb on Sn sites. 

The powder that was hot-pressed at 600°C for lh contained the skutterudite (also found 
in microprobe PtSbi.gSno [ref 8]), plus a phase similar to PtSboSn, PDF card no. 22-0784 
.(microprobe found PtSbi.sSno.5 [ref 8]), as well as PtSb2, PDF card no. 14-0141 (microprobe 
found PtSbi.8Sn0.2 [ref 8]). If either elemental Sn (PDF card no. 04-0673) or PtSn2 (PDF card no. 
07-0371) is present, it is overlapped by other lines. Pt2Si (PDF card no. 17-0683) accounts for 
most of the remaining lines; however, since no Si was included in the powder preparation, 
perhaps a compound with a similar structure is present. The lines that remain after these phases 
are subtracted are shown in Table 4. 

The powder that was hot-pressed at 1050°C for 0.5h evidently contained a skutterudite 
phase since the pattern was similar to PDF card no. 19-1041 for RhSb3. In addition, it contained 
SbSn (either PDF card no. 01-830 or PDF card no. 33-118) and a phase similar to PtSbuSn 
(PDF card no. 22-0784). Microprobe analysis found phases that were similar in composition to 
the three (PtSbi.gSni.3, PtSbi.8Sno.2, and PtSbi.sSno.5, respectively) as well as an Sn phase that 
contained a small amount of Sb (Sno.9Sbo.i) (refs 6-8). 



Table 4. Unidentified Diffraction Lines of Nominal PtSb2Sn 
After Hot-Pressing at 600°C for lh (refs 6-8) 

d(Ä) Irel (%) 
7.16 18.00 
4.13 35.00 
2.28 43.00 
1.61 12.00 

1.428 9.00 
1.414 5.00 
1.045 8.00 

Sr-Sn Clathrates 

Two compositions of Sr-Sn clathrates (nominal compositions SrglniöSriso and 
Sr8Gai6Sn3o) supplied by George Nolas were quickly scanned for phase composition.' (The 
preparation conditions and further analyses will be described elsewhere [ref 16]). The diffraction 
patterns for the samples were compared with known phases that contained the given elements 
and other phases that closely matched. Figures 6 and 7 display the data. The phases that are 
listed in the powder diffraction file or otherwise known and that contain only elements Sr, In, and 
Sn or Sr, Ga, and Sn are presented in Tables 5a, 5b, and 6. 

Table 5a. Phases in the Powder Diffraction File Containing Only Sr, Ga, and Sn 

Composition Phase PDF Card No. 
Sr + Ga + Sn None — 

Sr + Sn SrSn 
SrSn 
Sr2Sn 
Sr2Sn 

23-0553 
41-1314 
31-1364 
32-1265 

Sr + Ga Ga4Sr 
GaSr* 

18-0543 
32-0402 

Ga + Sn None — 

*New data show no such compound at atmospheric pressure. 



Table 5b. Phases Reported in Literature Containing Only Sr, Ga, and Sn 

Composition Phase Reference 
Sr + Sn Sn3Sr 

Sn4Sr 
Sn5Sr 

17 

Sr + Ga Ga2Sr 
Ga2Sr3 

18 
19 

Table 6. Phases in the Powder Diffraction File Containing Only Sr, In, and Sn 

Composition Phase PDF Card No. 
In + Ga + Sn None — 

In + Ga Gao.84Ino.i6 
Gao.9lno.i 

33-0556 
34-1437 

Ga + Sn None — 

In + Sn In3Sn 
InSiu 

07-0345 
07-0396 

Powder with the nominal composition Sr8lhi6Sn3o matched the patterns of InSnt (PDF 
card no. 07-0396). Only two lines with relative intensities greater than 5 percent were 
unaccounted for by this phase, and these occurred at 2.911A and Irei = 7% and 2.715A and Irei = 
18%. 

The powder with the nominal composition SrgGai6Sn3o—which was heat-treated 
(CL02)—contained lines of Sn (PDF card no. 04-0673) and other lines that matched the structure 
of Pt3Si (PDF card no. 43-1133). Powder with the same nominal composition of SrsGaiöSn^, 
but which was heat-treated at (CL03), matched the pattern of Sn (PDF card no. 04-0673) and 
Pt3Si (PDF card no. 43-1133) as well. Both phases contained lines that did not match any other 
known phases. These lines were at 3.116Ä and 100%; 1.637Ä and 27%; 1.357 and 
1.243Ä, both 8%; 1.109Ä and 82%; and 1.045Ä and 5%. The Pt3Si phase matches were 
unexpected (10 of 11 lines match, the eleventh line is of low intensity) since no source of Pt or Si 
was identified in the procedure; however, the matches were so close that a compound with a 
similar structure and lattice parameter is likely to be present. Phase Pt3Si (PDF card no. 43-1133) 
is cubic, space group Pm3m (221), with a lattice parameter of 3.88A. There is no Sr3Sn and no 
Ga3Sn phase listed in the powder diffraction file. However, phase In3Sn (PDF card no. 07-0345) 
is tetragonal with a = 4.89Ä (very close to c = 4.45A and nearly cubic), so an unidentified Ga3Sn 
phase may exist. 
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Figure 2. X-ray diffraction pattern of IrSb3 using copper radiation. 
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Figure 3. X-ray diffraction pattern of RhSb3 using copper radiation. 
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Figure 4. X-ray diffraction pattern of RluSbgSnsBi using copper radiation. 
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Figure 5. X-ray diffraction pattern of PtSb2Sn using copper radiation. 

16 



.3 
O 

20000 

18000 -_ 

16000 -J 

14000 - 

12000 

10000 A 
CO 

I 8000 - 

6000 - 

4000 

2000 

0 h'^t.'JMi'i'ill 
20 

rfnrt 
40 

\vh flTfWM MiviviA ii 
80 100 

2-Theta (deg) 

Figure 6. X-ray diffraction pattern of SrgLii6Sn3o using copper radiation. 
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Figure 7. X-ray diffraction pattern of SrgGaiöSnso using copper radiation. 
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